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Abstract Keywords 
The purpose of this study was to compare the results of 
direct bench measurements of the topology and the 
magnitude of the magnetic field in the magnetron 
spraying system on permanent magnets with a 50 mm 
diameter target with the results of modeling obtained by 
the program of finite element analysis. Findings of the 
research show that the results of the measurements and 
calculations are in good agreement. 
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