
FEATURES OF SURFACE PHASES FORMATION DURING BORATING 
FERROUS ALLOYS  

К.V. Terezanova 
S.А. Cherenkova

kseniya-t94@yandex.ru 
svetlayasuse@yandex.ru 

Bauman Moscow State Technical University, Moscow, Russian Federation 

Abstract Keywords 

By X-ray diffractometry we carried out phase analysis 
of the near-surface layers of ferrous alloys after the 
thermochemical treatment. We examined the samples 
of different chemical composition after liquid electroless 
borating. This kind of processing makes it possible to 
change the phase composition of the near-surface layers, 
which affects the operating properties of the samples  
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